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Product Name

CERTIFICATE OF ANALYSIS

CERTIFICATE OF ANALYSIS RESULT

: METHYL METHACRYLATE — INDUSTRIAL GRADE

Invoice Number : 20500385

Batch Number : 36381

Quantity :15.200 MT
PROPERTY UNITS MIN MAX METHOD RESULT
Methyl Acrylate — Purity | % (m/m) 99.9 Alpha MMA 006¢ | 99.97

(lucite)
Appearance | Clear Colorless Visual Clear Colorless
liquid liquid

Platinum Cobalt Colour | Pt/Co Colour | - 5 ASTM D1209 <5
Water By KF % (m/m) 0.05 ASTM D1364 0.005
Methacrylic Acid % (m/m) 0.0035 QA-SOP-26 0.0003
AOQ30 ppm 9 11 Alpha MMA A030 | 10.1

(Lucite)

Notes:

Product analysis as reported by an independent third party surveyor.
Re-testing is recommended 12 months from the date of the original COA to verify product

quality.
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