Methanol (CH30H)
TEST

Appearance

Purity (WT%)

Water (WT%)

Ethanol (ppm wt)

SP.GR@20/20

Acetone (ppm wt)

Permanganate time(@15C.minutes

Distillation Range

Acidity (ppm wt) (as acetic acid)
Total Iron (ppm wt)

Chioride (ppm wt)

SULOHUR (ppm wt)
Hydrocarbons (water Miscibility)
Carbonisable PT-CO

Odour

Color PT-CO{APHA)

Non Volatile Matter

TMA

Alkalinity as NH (ppm wt)

METHOD

ASTM-D1722

ASTM-E346
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ASTM-E346
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ASTM-E346
ASTM-D1363

ASTM-D1078
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ASTM-D1068

ASTM-D512
ASTM-D5623
ASTM-D1722

ASTM-E346
ASTM-E1296
ASTM-D1209
ASTM-D1353

ASTM-E346

ASTM-D1674
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