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ASTM Maximum Value %.WT 0.04 alpha-Methylserotonin
D5135 ((a-MS
ASTM Maximum Value % WT 0.01 Benzaldehyde
D2119
ASTM Maximum Value, % .WT 0.06 C8 Content
D5135 EB+Xylenes
ASTM Maximum Value, %.WT 0.08 C9 Content
D5135 Aromatics+a-Ms
ASTM Maximum Value APHA 10 Color
D1209
ASTM Maximum Value % .WT 0.05 Ethyl Benzene
D5135
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ASTM Maximum Value ppm 50 Hydrogen Peroxide
D2340 ((H202
ASTM Maximum Value, As ppm 20 Inhibitor
D4590 TBC

ASTM Maximum Value ppm 0.018 Phenylacethylene
D5135

ASTM Maximum Value ppm 10 Polymer
D2121

ASTM Minimum Value % WT 99.75 Styrene Monomer
D5135

ASTM Maximum Value, as ClI ppm 2 Total Chloride
D4929

ASTM Maximum Value, As S ppm 2 Total Sulphur
D5453
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